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Parameter Specification Result Sampling size 

1.Dimension 

Palm width 80 ± 10 
Min. 85 
Max: 87 

Pass 

Length Median : 240mm 
Median : 245 
mm 

Pass 

Cuff Thickness Min. 0.05 mm Min. 0.05 mm Pass 

Palm Thickness Min. 0.06 mm Min. 0.06 mm Pass 

Finger Thickness Min. 0.07 mm Min. 0.09 mm Pass 

2. Functionality and Appearance 
test 

  
 

Barrier G1 AQL 1.5 Pass 

Visual G1 AQL 2.5 Pass 

Parameter Specification Result Sampling size 

3. Lab testing  

Tensile Strength (Un-aged) (Mpa) Min : 28 33.6 Pass 

Tensile Strength (Aged) (Mpa) Min : 28 35.5 Pass 

Elongation at Break (Un-aged) (%) Min : 500 561 Pass 

Elongation at Break (Aged) (%) Min : 400 510 Pass 

Powder (mg) ≤ 2 mg 0.20 mg Pass 
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